
SKYLINE LABS, INC. 
1775 W. Sahuaro Or. • P.O. Box 50106 
Tucson, Arizona 85703 
(602) 622-4836 

REPORT OF ANALYSIS 

WEACO RESOURCES LTD. 
Attn: Mr. Steve Radvak 
703-1112 w. Pender st. 
Vancouver, B.C., Canada V6E 2Sl 

Analysis of 35 Drill Cutting Samples 
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SAMPLE NUMBER 

CR-91-4 50-55A 
CR-91-4 55-60 
CR-91-4 60-65 
CR-91-4 65-70 
CR-91-4 70-75 

CR-91-4 75-80 
CR-91-4 80-85 
CR-91-4 85-90 
CR-91-4 90-95 
CR-91-4 95-100 

CR-91-4 
CR-91-4 
CR-91-4 
CR-91-4 
CR-91-4 

100-105 
105-ll0A 
110-115 * 
115-120 * 
120-125 * 

CR-91-4 125-130A 
CR-91-4 130-135 
CR-91-4 135-140 
CR-91-4 140-145 
CR-91-4 145-150 

CR-91-4 150-155 
CR-91-4 155-160 
CR-91-4 160-165 
CR-91-4 165-170 
CR-91-4 170-175 

FIRE ASSAY 
Au Ag 

(oz/t) (oz/t) 

<.002 
<.002 
<.002 
<.002 
<.002 

<.002 
<.002 
<.002 
<.002 
<.002 

<.002 
<.002 

.000 

. 000 

. 000 

<.002 
<.002 
<.002 

.002 
<.002 

< . .902 
<.002 
<.002 

. 008 
<.002 

<.01 
<.01 

. 03 
<.01 
<.01 

. 03 
<.01 
<.01 
<.01 

. 02 

<.01 
<.01 

. 00 

.00 

.oo 

.02 
<.01 
<.01 
<.01 
<.01 

<.01 
<.01 
<.01 
<.01 
<.01 

Charles E. Thompson 
Arizona Registered Assayer No. 9427 

William L. Lehmbeck 
Arizona Registered Assayer No. 9425 
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CR-91-4 (50 TO 240) 
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Cu 
{ppm) 

46. 
42. 
38. 
50. 
36. 

36 . 
60. 
36. 
50. 
46. 

75. 
65. 
o. 
0. 
0. 

60. 
65. 
60. 
70. 
55. 

60. 
70. 
65. 
70 . 
65. 

Pb 
(ppm) 

6. 
4. 
8. 

10. 
8 • 

6. 
6. 
6. 

12. 
12. 

26. 
42. 

o. 
o • 
o. 

26. 
24. 
10. 
44. 
16. 

50. 
48. 
26. 
32. 
32. 

Zn 
(ppm) 

80. 
95. 

110 . 
90. 

150. 

185. 
245. 
200. 
150. 
240 . 

360. 
375. 

o . 
0. 
o • 

485. 
540. 
165. 
175. 
140. 

140. 
135. 
130. 
150. 
180. 

James A . Martin 
Arizona Registered Assayer No . 11122 



ITEM 
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38 

SKYLINE LABS, INC. 
1775 W. Sahuaro Dr. • P.O. Box 50106 
Tucson, Arizona 85703 
(602) 622-4836 

SAMPLE NUMBER 

CR-91-4 175-180 
CR-91-4 180-185 
CR-91-4 185-190 
CR-91-4 190-195A 
CR-91-4 195-200 

CR-91-4 200-205 
CR-91-4 205-210 
CR-91-4 210-215 
CR-91-4 215-220 
CR-91-4 220-225 

CR-91-4 225-230 
CR-91-4 230-235 
CR-91-4 235-240A 

FIRE ASSAY 
Au Ag 

(oz/t) (oz/t) 

<.002 <.01 
<.002 <.01 
<.002 "<. 01 
<.002 <.01 
<.002 <.01 

<.002 <.01 
<.002 <.01 
<.002 <.01 
<.002 . 03 

.010 . 21 

<.002 <.01 
.002 <.01 
.002 <.01 

*NOTE: Sample not received. 

cc: Mr. George Ryberg 
P. o. Box 
Prescott, 

Charles E. Thompson 
Arizona Registered Assayer No. 9427 

2528 
AZ 86302 

William L. Lehmbeck 
Arizona Registered Assayer No. 9425 

Cu 
(ppm) 

70. 
65. 
55. 
55. 
55. 

48. 
44. 
40. 
60 . 
60. 

65. 
80. 
75. 
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Pb 
(ppm) 

34. 
14. 
14. 
18. 
12. 

22. 
16. 
34. 
65. 

115 . 

34. 
70. 
46. 

Zn 
(ppm) 

165. 
160. 
155. 
165. 
130. 

110. 
95. 

130. 
275. 
345. 

195. 
225. 
220. 




